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Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 9894404 v T

Lab Report

BROHM MINING CORP.
HR. JIM RARRON
F.0. BOX 483
DEADWOODs SD

37712




1980 e Coar D Geochemical
Lakewood, Colorado 80228 Lab Report

(303) 9894404

BONDAR-CLEGG
REPFORT: 499-004% ( COMPLETE ) —i REFERENCE INFO: NONE LISTED
CLIENT: BROHM MINING CORP. SUBMITTED BY: J. BARRON
PROJECT: NONE LISTER DATE PRINTED: 24-JAN-89
NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION KETHOD
1 Au Gold [ 0,002 OPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE é 2 -150 é Assay Prep é

REPORT COPIES TO: MR. JIM BARRON INVOICE TO: MR, JIM BARRON
MR+ JIM BARRON




Bondar-Clegg, Inc. Geochemical
12980 West Cedar Dr. he
Lakewood, Colorado 80228 Lab Report
(303) 989404 . - :
BONDAR-CLEGG

REFORT: 499-0049 | PROJECT: NONE LISTED PAGE 1

SAMPLE ELEKENT  Au

HUMBER UNITS  OPT

D2 RBF-542-0-5 0,002

D2 RBY-542-5-10 0,002

D2 R89-542-10-15 £0,002

D2 R89-542-15-20 0,003

D2 RB9-542-20-25 <0.002

h2 RBF-542-25-30 0,002




Bondar-Clegg, Inc. Geochemical
12980 West Cedar Dr. he
Lakewood, Colorado 80228 Lab Report
(303) 9894404 .

' BONDAR-CLEGG

BROHK MINING CORF.
MR, JIM RARROM
P.0, BOX 485

DEADWOODs SD
57732




Bondar-Clegg, Inc. .
12980 West Cedar Dr. Geochemical
Lakewood, Colorado 80228 Lab Rep()l't

(303) 9891404 "
. BONDAR-CLEGG
REPORT: 499-0050 ( COMPLETE ) ) ’ REFERENCE INFODY NONE LISTER
CLIENT? BROHM MINING CORF. SURKITTED RY: J. RARRON
PROJECT? NOME LISTER DATE PRINTEDD 30-JAN-89
NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
1 Au Gold 34 0,002 OPT Fire Assay
SANPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
R DRILL CORE 34 2 -150 34 fAssay Prep 34

Excessive Wetness 1291
Samrle Pickup 1

REMARKS! FINAL RESULTS ARE REPORTED.

REPORT COPIES TO! MR. JIM RARROM INVOICE TO? MR. JIM BARRON

MR, JI¥ _BARRON




Bondar-Clegg, Inc. i
12980 West Gaar . Geochemical
Lakewood, Colorado 80228 Lab Report
P BONDAR-CLEGG

REPORTS 499-0050 | PROJECT! NONE LISTED PABE 1

SAPLE ELEMENT  Au SANPLE ELEMENT  Au

NUNBER UNITS  OPT NUMBER UNITS  OFT

02 RB9-542-30-35 0,006 D2 RB8%-542-230-215 £0.002

D2 RB8%-542-35-40 £0,002 N2 R8F-542-235-240 £0.002

D2 REP-542-40-45 £0,002 D2 RB9-542-240-245 £0.002

D2 RE9-542-45-50 0.003 D2 RR9-542-245-250 £0.002

[2 RB9-542-50-55 £0.,002 02 R8P-542-250-255 £0.,002

02 RB?-542-55-60 0,002 D2 RB9-542-255-240 <0.002

D2 RBP-542-60-85 0,002 D2 R89-542-260-265 £0.002

D2 R8%-542-45-70 <0.002 D2 RB9-542-265-270 <0.002

D2 RB?-542-70-75 £0.002 02 R8F-542-270-275 £0,002

12 RE9-542-75-80 <0.,002 02 RE9-542-275-280 40,002

D2 RB9-542-80-85 £0.002 02 RB9-342-280-285 £0,002

D2 R89-542-85-90 40,002 D2 RE9-542-285-290 €0,002

D2 RB9-542-90-95 0.008 D2 RB9-542-290-295 £0,002

D2 RB%P-542-95-100 £0.,002 D2 RB89-542-295-300 <0.002

D2 R8P-542-100-105 0,002

D2 R8?-542-105-110 0,003

D2 R89-542-110-115 0,035

02 RB9-542-115-120 0,008

D2 RBP-542-120-125 0.014

2 RE9-542-125-130 0,006

D2 R8P-542-130-135 £0,002

D2 R8P-542-135-140 0,002

D2 RB9-542-140-145 40,002

D2 RB9-542-145-150 20,002

D2 REP-542-150-155 0,002

D2 RBP-542-155-140 £0.002

D2 RB9-542-160-165 40,002

D2 RB9-542-165-170 40,002

D2 RBF-542-170-175 40,002

D2 R89-542-175-180 <0.002

D2 RB9-542-180-185 0,003

D2 R8P-542-185-190 £0.,002

D2 R89-542-190-195 0,003

D2 R89-542-195-200 €0,002

D2 R89-542-200-205 €0,002

D2 RB9-542-205-210 40,002

D2 R89-542-210-215 £0.,002

D2 R89-542-215-220 40,002

D2 R8P-542-220-225 £0.,002

D2 R8%-542-225-230 £0,002




LAB. REPORT NO.

E BONDAR-CLEGG INC.

12980 W. CEDAR DR, LAKEWOOD, CO. 80228 PHONE: S839-11404 TELEX: 45-693
SAMPLE SHIPMENT NOTICE

Date Shipped . Via ] Prepaid or O Collect
# Parcels in Shipment TOTAL NUMBER OF SAMPLES
GEOLOGIST'S NAME PHONE NUMBER PROJECT NAME OR NUMBER
S%T:Les Sanﬁﬂes Samy‘)éee:il:ghers Cu Pb Zn Mo Ag Cd Ni Etl:'smllilr?TgeTOBiBE\‘l‘NAlkvz\le F Au As Hg Sn Sb Ba|E spec A':ﬁsgi?:n DCP gr;i

L] assay (%, ore grade) O prepared
Please analyze by } methods, the enclosed { samples
O geochemical (ppm, trace level) O unprepared
O DO NOT ASSAY GEOCHEMICAL OVERLIMITS
COMMENTS
PLEASE INDICATE SAMPLE DISPOSITION
COARSE REJECTS PULPS
O DISCARD AFTER ANALYSIS COMPLETE [0 DISCARD AFTER ANALYSIS COMPLETE
O RETURN COD AFTER ANALYSIS COMPLETE [0 RETURN COD AFTER ANALYSIS COMPLETE
O STORE 60 DAYS-DISCARD O STORE 1 YEAR-RETURN COD
STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR
RESULTS, INVOICES AND SAMPLES TO BE SENT TO:
O Results O Results
O Invoices O Invoices
O Pulps O Pulps
O Rejects O Rejects
O Results [ Results
O Invoice O Invoice
O Pulps O Pulps
O Rejects O Rejects

CLIENT’S COPY
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WHITE: Lang Office Copy
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13580 s Car D e
est .
Lakewood, Colorado #3228 Lab Report
(303) 9894404 - -

BROHK MINING CORP,
MR, JIM BARRON
P.0, ROX 483
DEADWODD, SI
37732




Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado RQZZS
(303) 989-1404~

Geochemical
B0 Lab Repor

BONDAR-CLEGG
REPORT: 499-0052 ( COMPLETE ) l r REFERENCE INFO: NONE LISTED }
CLIENT! BROHM MINING CORF. SUBMITTED RY: J. BARRON
PROJECT: NONE LISTER DATE PRINTER: 20-JAN-89
NUMRER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHODR
1 Au Gold 4 0,002 OPT Fire Assay
SAMPLE TYPES NUMRER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE 4 2 -150 4 Assay Frer

Samrle Fickur 1

REMARKS! FINAL RESULTS ARE REPORTED.

REPORT COPIES TO! MR. JIM BARROM
MR. JIM BARRON

INVBICE TO: MR. JIM BARROMN




12980 Wes Coar Geochemical
est .
Lakewood, Colorado 80228 Lab Report
(303) 989-1404._ . -
BONDAR-CLEGG

REPORT: 499-0052 FPRB.ECT: NONE LISTEDR PAGE 1

SANPLE ELEMENT Au

NUMBER UNITS OPT

D2 RB9-543-0-5 £0.,002

D2 RB?-543-5-10 €0,002

D2 R8%P-543-10-15 £0,002

D2 R89-543-15-20 €0,002




Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989;1494

B

Geochemical
Lab Report

BROHM MINING CORP.
MR. JIN BARRON
P.0. BOX 485

READWOORs SD
57732




Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

Geochemical
Lab Report

BC

REPORT: 499-0051 ( COMPLETE )

’7 REFERENCE INFO: NONE LISTED

CLIENT! BROHM MINING CORP.
PROJECT: NONE LISTED

SUBMITTED BRY: J. BARRON
DATE PRINTED: 26-JAN-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION HETHOR
1 A Gold 14 0,002 OPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE 16 2 -150 14 fAssay Prep 16
Excessive Wetness 352

Sasrle Pickup 1

REMARKS? FINAL RESULTS ARE REPORTED,

REFORT COPIES TO: MR, JIM BARRON

INVOICE TO! MR, JIN BARRON

¥R+ JI¥- BARRON




Bondar-Clegg, Inc. ;
12980 West Cedar Dr. Geochemical
Lakewood, Colorado 80228 Lab Report
(303) 989-1404
s BONDAR-CLEGG

REPORT: 499-0051 | PROJECT: NONE LISTED PAGE 1

SAMPLE ELENENT  Au

NUMBER UNITS oPT

D2 R8P-543-20-23 £0,002

D2 RBP-543-25-30 {0,002

D2 RB?-543-30-35 £0,002

D2 RBP-543-25-40 £0,002

D2 R89-543-40-45 £0,002

02 RBY-543-45-50 0,004

02 R8%-543-50-55 £0,002

02 RBP-543-55-60 €0.002

02 REP-543-60-63 €0,002

D2 RB9-543-63-70 £0,002

02 R8?-543-70-75 40,002

D2 RBP-541-75-80 0.008

D2 REP-543-80-85 40,002

N2 RE9-543-85-90 40,002

D2 RB?-543-90-95 <0002

D2 RB9-543-95-100 €0,002




Bondar-Clegg, Inc. G ical
12980 West Cedar Dr. he
Lakewood, Colorado 80228 Lab Report
(303) 9894404 ¥

. BONDAR-CLEGG

,”

/

BROHX MINING CORP.
MR, JIN BARRON
P.0. BOX 485

DEADWOODs SD
57732




gg;gf;grgghzrzk. Geochemical
Lakewood, Colorado 80228 Lab Report

(303) 9891404
- BONDAR-CLEGG
REPORT: 499-0054 ( COMPLETE ) J ' REFERENCE INFO: NONE LISTER
CLIENT? BROHM MINING CORF. SURMITTEDR RY: J. BARROM
PROJECT: NONE LISTED DATE PRINTEDR: 30-JAN-89
NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
1 A Gold 41 0.002 OFT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMRER SAMPLE PREPARATIONS NUMBER
I DRILL CORE 41 2 -150 41 Assay Prer 41
Excessive Wetness 508
Samrle Pickup 1
REMARKS: FINAL RESULTS ARE REPORTEDR.
REFORT COPIES TO: MR. JIN RARRON INVOICE TO: MR, JIM RARRON

MR JIK RARRON




Bondar-Clegg, Inc. Geochemical
12980 West Cedar Dr.
Lakewood, Colorado 80228 Ec Lah Report
303) 989-1404
i BONDAR-CLEGG

REPORT! 499-0054 | PROJECT: NONE LISTED PABE 1

SAMPLE ELEMENT Au SAMPLE ELEMENT Au

NUMBER UNITS 0PT NUMBER UNITS 0PT

D2 R89-543-100-105 0,002 02 R89-543-300-305 <0,002

D2 R89-543-105-110 0,004

D2 RE9-543-110-115 40,002

D2 R89-543-115-120 0,003

12 R89-543-120-125 0,003

12 R89-543-125-130 40,002

12 R89-543-130-135 €0,002

D2 RB9-543-135-140 40,002

D2 R8P-543-140-145 <0.002

D2 RE9-543-145-150 €0,002

12 R89-543-150-155 40,002

D2 RB9-543-155-140 £0,002

D2 R89-543-160-165 £0,002

D2 RB9-543-165-170 40,002

D2 R89-543-170-175 £0,002

D2 RE9-543-175-180 40,002

D2 RE9-543-180-185 0,029

N2 RE9-543-185-190 40,002

D2 RE9-543-190-195 £0,002

D2 RB9-543-195-200 40,002

12 R89-543-200-205 €0,002

D2 R89-543-205-210 40,002

D2 R89-543-210-215 £0,002

D2 RE9-543-215-220 40,002

D2 R89-543-220-225 40,002

D2 R89-543-225-230 0,003

D2 R89-543-230-235 40,002

D2 R89-543-235-240 40,002

D2 RB9-543-240-245 £0,002

D2 R89-543-245-250 40,002

D2 RB89-543-250-255 £0,002

D2 R89-543-255-240 40,002

D2 RBP-543-260-265 0,002

D2 RB9-543-245-270 {0,002

D2 R89-543-270-275 <0,002

D2 R8?-543-275-280 £0.002

D2 RB9-543-280-285 £0,002

02 RBP-543-285-290 £0,002

D2 RBP-541-290-293 £0,002

02 R89-543-295-300 40,002




4

E BONDAR-CLEGG INC.

12980 W. CEDAR DR, LAKEWO0OD, CO. 80228 PHONE: S83-11404 TELEX: 45-693
SAMPLE SHIPMENT NOTICE

7

Date Shipped 24 Via O] Prepaid or [ Collect
# Parcels in Shipment TOTAL NUMBER OF SAMPLES Lo
GEOLOGIST'S NAME PHONE NUMBER PROJECT NAME OR NUMBER

sar';':i” Sanfples Sam?éeﬂ'il:srvbers Cu Pb Zn Mo Ag Cd Ni EéEMI\EI'I‘T?emB? E\?NAIIJ.YZVEVD F Au As Hg Sn Sb Ba|E spec A':lelclart‘::n Dce ?e’sel

.
@i £

00 assay (%, ore grade) 0O (prepared
Please analyze by } methods, the enclosed { samples
[0 geochemical (ppm, trace level) 0 unprepared
O DO NOT ASSAY GEOCHEMICAL QVERLIMITS
COMMENTS
PLEASE INDICATE SAMPLE DISPOSITION
COARSE REJECTS PULPS
O DISCARD AFTER ANALYSIS COMPLETE [0 DISCARD AFTER ANALYSIS COMPLETE
O RETURN COD AFTER ANALYSIS COMPLETE [0 RETURN COD AFTER ANALYSIS COMPLETE
O STORE 60 DAYS-DISCARD O STORE 1 YEAR-RETURN COD
STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR
RESULTS, INVOICES AND SAMPLES TO BE SENT TO:
O Results O Results
O Invoices O Invoices - ¥
O Pulps O Pulps
O Rejects O Rejects
O Results 0 Results
O Invoice O Invoice
O Pulps O Pulps
O Rejects O Rejects

CLIENT’S COPY



Y’

LAB.REPORTNO. __ 7 / -

E BONDAR-CLEGGE INC.

12980 W. CEDAR DR, LAKEWO0OD, CO. 80228 PHONE: S89-1104 TELEX: 45-693

SAMPLE SHIPMENT NOTICE

Date Shipped Via [1 Prepaid or O Collect

TOTAL NUMBER OF SAMPLES
PROJECT NAME OR NUMBER

# Parcels in Shipment
GEOLOGIST'S NAME

PHONE NUMBER

Samples
Type

 ELEMENTS TO BE ANALYZED
Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V U W F Au As Hg Sn Sb Ba

Ore
test

Neutron

# Sample Numbers
b Activation

Samples (Series) E spec DCcP

] assay (%, ore grade) 0 {prepared

} samples
O

Please analyze by { } methods, the enclosed

0 geochemical (ppm, trace level) unprepared

0O DO NOT ASSAY GEOCHEMICAL OVERLIMITS
COMMENTS
PLEASE INDICATE SAMPLE DISPOSITION
COARSE REJECTS PULPS
O DISCARD AFTER ANALYSIS COMPLETE O DISCARD AFTER ANALYSIS COMPLETE
O RETURN COD AFTER ANALYSIS COMPLETE [0 RETURN COD AFTER ANALYSIS COMPLETE
O STORE 60 DAYS-DISCARD O STORE 1 YEAR-RETURN COD

STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS

5 {1

G0 e

STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR

RESULTS, INVOICES AND SAMPLES TO BE SENT TO:

Results O Results 3
Invoices O Invoices -
Pulps O Pulps

Rejects O Rejects

Results 0 Results

Invoice O Invoice

Pulps O Pulps

Rejects O Rejects

CLIENT'S COPY



LAB.REPORTNO. _ = -

E BONDAR-CLEGG INC.

12980 V. CEDAR DR, LAKEWOOD, CO. 80228 PHONE: 9891104 TELEX: 45-693
SAMPLE SHIPMENT NOTICE

Date Shipped ; Via [ Prepaid or O Collect
# Parcels in Shipment TOTAL NUMBER OF SAMPLES :
GEOLOGIST'S NAME PHONE NUMBER PROJECT NAME OR NUMBER
SaTr;l::es Sar:ples Saml(téeer'::sr;lhers Cu Pb Zn Mo Ag Cd Ni E(%EMNEI#TgeTOBiB E\?NA&YZ&D F Au As Hg Sn Sb Ba|E spec A':ﬁ:ERSn oce ?ersei

/ 0
5 &
/

> ]

b
P

[0 assay (%, ore grade) O prepared
Please analyze by } methods, the enclosed { samples
O geochemical (ppm, trace level) 3| unprepared
0O DO NOT ASSAY GEOCHEMICAL OVERLIMITS
COMMENTS
PLEASE INDICATE SAMPLE DISPOSITION
COARSE REJECTS PULPS
[0 DISCARD AFTER ANALYSIS COMPLETE O DISCARD AFTER ANALYSIS COMPLETE
O RETURN COD AFTER ANALYSIS COMPLETE 00 RETURN COD AFTER ANALYSIS COMPLETE
O STORE 60 DAYS-DISCARD O STORE 1 YEAR-RETURN COD
STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR
RESULTS, INVOICES AND SAMPLES TO BE SENT TO:
O Results O Results
O Invoices O Invoices X
0O Pulps O Pulps
O Rejects O Rejects
O Results O Results
O Invoice O Invoice
O Pulps O Pulps
O Rejects O Rejects

CLIENT'S COPY



Angle orVertical Rig

etcy) IS

Ay} ' & ) ) } L, &

LANG EXPLORATORY DRILLING DAILY DRILLING REPORT|RIG#: Lk-2 ___{circle one)- —— - DATE: §An . 6 9 g
Bajly M Pete Daily ph~'dpo It Subsistence: PROJECT
Start time: |_ . v 7finish time: 1210V 1Day > Men | NAME: B o 14 1 a0 e D
Hole #: Angle or\n\lert’iga_l} Hole #: Angle or Vertical Hole #: Angle or Vertical TOTAL
RE4- SH% —{circle one)—__ ——(circle one)— —_ —(circle one)___ FOOTAGE DRILLED
Depth today: |Depth yesterday: Depth today: Depth today: TODAY:

305 C s 130 FT.
R e e e, e ETE e MATERIALSUSED - - - - - - — _ _ S e e e S
Quantity: Size: Material Name: Quantity : Size: Material Name: Quantity Size:  Material Name:

Gal. Quick Foam 2 X___ Nipple

Gal. E-Z Mud & X___ Nipple

Bags Cement if * Elbow

" Rod Wipers 2 e 2TRE,

______ " Tri-Cone Wear Sleeves __ " Pipe Plug

———— Bazooka Tube e o ite L of “Casing

————14-Hole Adapter - ” Casing Couplers
BIT#: SIZE: |TYPE: Tri-Cone Carbide/Hammer Bit) MAKE: FOOTAGE: |New_ Bit previously used.) _Used

Tri-Cone Steel Tooth Bit " on this project / Bit
5 9 ———(circle one of the above) ——— gy R R e e e —(circle one)-————————~
BIT#: SIZE: | TYPE: Tri-Cone Carbide, Hammer Bit, MAKE: FOOTAGE: [New__Bit previously used_ _Used
Tri-Cone Steel Tooth Bit on this project Bit
———(circle one of the above}—— | | | e—me——___ {circle ong)-—————————
FROM TO ACTIVITY
7 D ) 4 5,
< P v \/
2 Lo~ Di 4 J L
AL ~ p ’ r
SAMPLING PERFORMED BY LANG? { Ye§,v No Partially (circle one) ]
3 JW e |V ok Hs ¥
Hrs. MOVING, Hrs. HAULING WATER, Hrs. STANDBY Drillers signature
i BEAC ), £ TOE) s Hrs. J

: Hrs. BIG/SMALL CAT (circle one), Hrs. SKIDDER, Helpers signature

__._ Hrs. HOURLY WORK, CAUSE OF LOST TIME (repairs, lost circulation <) Ny AR A Hrs. §

Helpers signature

Getting Fuel

L Chasing for Parts

Drive Time (after the 1st one hour)

JUSTIFY HOURS (If Applies)seksoksioksiokskok

Was the hole(s) completed to desired depth? Yes

No ?

P p) €
CLIENT REP: ///é/é/ %&L

YELLOW-GEOLOGIST COPY
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Bondar-Clegg, Inc. :
12980 West Cedar Dr. Bc GI;C;)Chlil'mcal
Lakewood, Golorado 80228

(303) 98H4(()? ¢ b Report

BROHM MINING CORFP.
MR, JIM BARRON
F.0. BOX 483

DEADHOOR: SD
57732




Bondar-Clegg, Inc. G ical
12980 West Cedar Dr. h
Lakewood, Colorado 80228 Lab Report
(303) 9894404 °

BONDAR-CLEGG
REPORT: 499-0057 ( COMPLETE ) —‘ ( REFERENCE INFO: NONE LISTER
CLIENT: BROHM MINING CORP. SURMITTED RY: J. BARRON
PROJECT! NONE LISTED DATE PRINTER: 24-JAN-89
NUMBER OF LOKER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHODR
1 Au Gold 29 0.002 OPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
I DRILL CORE 29 2 -150 29 fssay Prer 29
Sample Pickup i
REMARKS: FINAL RESULTS ARE REPORTER.
REPORT COPIES TO: MR. JIM RARRON INVOICE TO: MR. JIM BARRON

MR. JIN BARROMN




Bondar-Clegg, Inc. Geochemical
12980 West Cedar Dr. he
Lakewood, Colorado 80228 Lab Report
(303) 989-1404
BONDAR-CLEGG

REPORT: 499-0057 | PROJECT: NONE LISTED PAGE 1

SANPLE ELEMENT  Au

NUMBER UNITS OFT

D2 RE9-544-0-5 €0,002

12 RBS-544-5-10 <0,002

D2 R89-544-10-15 €0,002

12 RB9-544-15-20 40,002

D2 R89-544-20-25 €0,002

D2 RB?-544-25-30 €0,002

D2 R8F-544-30-35 €0,002

12 RE9-544-35-40 <0,002

D2 R89-544-40-45 €0,002

D2 RBF-544-45-50 <0,002

D2 R89-544-50-55 €0,002

D2 RB9-544-55-60 €0,002

D2 REF-544-60-55 <0,002

12 RBS-544-65-70 <0,002

D2 R89-544-70-75 €0,002

12 RB9-544-75-80 40,002

12 R89-544-80-85 40,002

D2 R89-544-85-90 40,002

D2 RE-544-90-95 0,002

12 RBS-544-95-100 €0,002

D2 R89-544-100-105 £0,002

D2 RBP-544-105-110 0,002

02 REP-544-110-115 <0,002

D2 RB9-544-115-120 0,002

02 RB9-544-120-125 £0,002

12 RB9-544-125-130 €0,002

02 RBP-344-130-135 £0,002

D2 RB9-544-135-140 40,002

02 RBF-544-140-145 £0,002




Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Solorado 80228
(303) 989-4a04 ~

-«

B

BONDAR-CLEGG

Geochemical
Lab Report

BROHN HINING CORF.
MR+ JIN BARRON
P.0. BOX 483

READWOODs SI
37732




Bondar‘ckgg! lnc~ .
12980 West Cedar Dr. Geochemical
Lakewood, Colorado 80228 Lab Rep()l't

(303) Y89-1404"

BONDAR-CLEGG
REPORT: 499-0058 ( COMPLETE ) J [ REFERENCE INFO: NONE LISTED
CLIENT: RROHM MINING CORF, SUBKITTER RY: J. BARRON
PROJECT: NOME LISTER DATE PRINTER? 30-JAN-89
NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOR
1 A Gold i 0.002 OPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
0 DRILL CORE k$ | 2 -150 ks | Assay Prep k3|
Excessive Wetness 481
Samrle Pickup 1
REMARKS: FINAL RESULTS ARE REPORTED,
REPORT COPIES TO: MR. JIN RARRON INVOICE TO: MR. JIM RARRON

MR+ JI¥ BARRON




Bondar-Clegg, Inc. ;
12980 West Cedar Dr. Geochemical
Lakewrod.Colorado 8022 Lab Report
(303) PR-1404™ '
BONDAR-CLEGG

REPORT: 499-0058 | PROJECT! NONE LISTED PABE 1

SAPLE ELENENT  Au

NUMBER UNITS  OFT

D2 R89-544-145-150 €0,002

2 RB?-544-150-155 0,003

D2 R89-544-135-140 £0,002

D2 RB9-544-160-145 £0.002

D2 R8P-544-165-170 0,004

D2 R89-544-170-175 0,005

D2 R8?-544-175-180 0.004

D2 RBY9-544-180-185 0,005

D2 RB?-544-185-190 0,006

D2 RB89-544-190-195 0.010

D2 R89-544-195-200 0,005

D2 RBP-544-200-205 <0.002

D2 RBY-544-205-210 40,002

D2 R89-544-210-215 0,003

D2 RE9-544-215-220 0,003

12 RB9-544-220-225 40,002

D2 R89-344-225-230 0,005

D2 RB9-544-230-235 40,002

D2 R8-544-235-240 40,002

D2 R8P-544-240-245 £0.,002

D2 RB9-544-245-250 £0,002

D2 RBP-344-250-235 0.007

D2 RBF-544-255-260 £0,002

D2 RB9-544-260-245 <0,002

D2 RBP-544-265-270 0,005

D2 R89-544-270-275 €0,002

D2 R8P-544-275-280 £0,002

D2 R8%?-544-280-285 £0,002

D2 R89-544-285-290 £0,002

2 RB9-544-290-295 0,002

D2 RB9-544-295-300 €0,002




E BONDAR-CLEGG INC.

12880 W. CEDAR DR, LAKEWOOD, CO. 80228 PHONE: S83-1104 TELEX: 45-693

SAMPLE SHIPMENT NOTICE

Date Shipped Via __[J Prepaid or O Collect
# Parcels in Shipment TOTAL NUMBER OF SAMPLES
GEOLOGIST'S NAME PHONE NUMBER PROJECT NAME OR NUMBER
Sqrr;lgées Sarr’nzles Sam;(a;eerl::sn)mers Cu Pb Zn Mo Ag Cd Ni Eésmrir't"?emliis E\‘I\NA&YZ\EID F Au As Hg Sn Sb Ba|E spec A':teietarg:n DCP grsei

0 assay (%, ore grade) a prepared
Please analyze by } methods, the enclosed { samples
[0 geochemical (ppm, trace level) O unprepared
O DO NOT ASSAY GEOCHEMICAL OVERLIMITS
COMMENTS
PLEASE INDICATE SAMPLE DISPOSITION
COARSE REJECTS PULPS
O DISCARD AFTER ANALYSIS COMPLETE O DISCARD AFTER ANALYSIS COMPLETE
O RETURN COD AFTER ANALYSIS COMPLETE O RETURN COD AFTER ANALYSIS COMPLETE
O STORE 60 DAYS-DISCARD O STORE 1 YEAR-RETURN COD
STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR
RESULTS, INVOICES AND SAMPLES TO BE SENT TO:
O Results O Results
O Invoices O Invoices
O Pulps O Pulps
O Rejects [0 Rejects
O Résults 0 Results
O Invoice O Invoice
O Pulps O Pulps
O Rejects O Rejects

CLIENT'S COPY



LAB. REPORT NO.

B BONDAR-CLEGG INC.

12980 W. CEDAR DR, LAKEWOOD, CO. 80228 PHONE: S83-1404 TELEX: 45-693
SAMPLE SHIPMENT NOTICE

Date Shipped Via [J Prepaid or O Collect
# Parcels in Shipment TOTAL NUMBER OF SAMPLES
GEOLOGIST'S NAME PHONE NUMBER PROJECT NAME OR NUMBER
SaTl;ugLes San?ples sam'&ir'i‘:s';mm Cu Pb Zn Mo Ag Cd Ni EEEMIEI'I‘TEJOB? E\II‘NAI}YZ\EJD F Au As Hg Sn Sb Ba|E spec A'«‘:lei:'arggn DcpP ?ersel

[J assay (%, ore grade) O prepared
Please analyze by } methods, the enclosed { samples
O geochemical (ppm, trace level) | unprepared
O DO NOT ASSAY GEOCHEMICAL OVERLIMITS
COMMENTS
PLEASE INDICATE SAMPLE DISPOSITION
COARSE REJECTS PULPS
[0 DISCARD AFTER ANALYSIS COMPLETE O DISCARD AFTER ANALYSIS COMPLETE
[0 RETURN COD AFTER ANALYSIS COMPLETE [0 RETURN COD AFTER ANALYSIS COMPLETE
O STORE 60 DAYS-DISCARD O STORE 1 YEAR-RETURN COD
STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR
RESULTS, INVOICES AND SAMPLES TO BE SENT TO:
O Results O Results
[0 Invoices O Invoices
O Pulps O Pulps
[0 Rejects O Rejects
O Results O Results
0O Invoice O Invoice
O Pulps O Pulps
O Rejects O Rejects

CLIENT'S COPY
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Angle or Vertical Rig

Depth today: |Depth yesterday:

e Ll

Depth today:

Depth today:

LANG EXPLORATORY DRILLING DAILY DRILLING REPORT|RIG#: ) | - __~ (circle one)}-——~JDATE: S 1,0 4 /oyq
Daily [~o°¢ Daily : Subsistence: PROJECT
Start time: 1., Finish time: 5.0y 1Day 2 Men | NAME: Bpoltiv LT Db
Hole #: Angle or Veftical > Hole #: Angle or Vertical Hole #: Angle or Vertical ddvar
ne <YL ——{circle one)-__ ——(circle one)— —— —circle one)—__ FOOTAGE DRILLED|
TODAY:

MATERIALS USED -

CLIENT REP:

Was the hole(s) completed to desired depth? Yes

Quantity: Size: Material Name: Quantity : Size: Material Name: Quantity Size:  Material Name:
Gal. Quick Foam i X____Nipple
Gal. E-Z Mud % X___ Nipple
Bags Cement e * Elbow
" Rod Wipers TR S | -
" Tri-Cone Wear Sleeves __ " Pipe Plug
———-— Bazooka Tube S of “Casing
———— 14-Hole Adapter " Casing Couplers
BIT#: SIZE: |TYPE: Tri-Cone Carbide, Hammer Bit, MAKE: FOOTAGE: |New_ Bit previously used__Used
| " Tri-Cone Steel Tooth Bit on this project Bit
i ———(circle one of the above) — —— T PTTV N DR & S —(circle one)-————————-
BIT#: SIZE: | TYPE: Tri-Cone Carbide, Hammer Bit, MAKE: FOOTAGE: |New__Bit previously used_ _Used
Tri-Cone Steel Tooth Bit on this project Bit
———{circle one of the above}——— | = - | . |e—————.—uo Jcifelelone) ce=— o
FROM TO ACTIVITY
‘ C r 1104 S EMS S
Ly 00 7 70 | v £EQ /
. 39 % “‘\‘ =
Ll 15 F< - T \
1 1240 NG
R | M \ : ;-/
1< /5.4
T
1 \'/' y
D /
SAMPLING PERFORMED BY LANG? (Yes’ No Partially (circle one)
2 Hrs.
“<Hrs. MOVING, Hrs. HAULING WATER, Hrs. STANDBY Drillers signature
: Hrs.
: Hrs. BIG/SMALL CAT (circle one), Hrs. SKIDDER, Helpers signature
il
_L “Hrs. HOURLY WORK, CAUSE OF LOST TIME (repairs, lost circulation Hrs.
A A, s Helpers signature
etc.,) Lo NoYAi s LAaDI/AYON xkJUSTIFY HOURS (If Applies)skscksoksoksok
Getting Fuel
Chasing for Parts
Drive Time (after the 1st one hour)
Wit

No

YELLOW-GEOLOGIST COPY





